Composite Friction Fastener
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CFF - 4 steps process
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contact point

penetration upper layer

element tip touches the lower plate

cleaning surface lower layer (coating, dirt. oi....)
element tip is welded

welding the element with the lower layer

reach the final depth + under head filling

increase axial force and hold
(cool down)

end

Item No.: | Designation

Basic unit (feeding module, sensor module, spring support, connection plate, motors)

Downholder module

Feeding module

Pressure module
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Preliminary separation unit




